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Abstract

This paper proposes new methods and algorithms for the construction of micro-structures that leads to a high degree of precision
and water-tight models. That proposed approach involves the tiling of the domain of a deformation map using copies of a tile.
The resulting tiling is functionally composed into the deformation map to obtain freeform micro-structures. Such a decoupling of
the micro and macro structures allows a simplified control over design parameters. Herein, we present several extensions to this
micro-structure construction scheme, comprising bivariate and trivariate tiles, implicit and parametric, including with potential dis-
continuities. We present support for fractal-like micro-structures, with self-similarity, allow the encoding of volumetric properties
and hence heterogeneity, support for shelling and capping boundary operations, random tiling and bifurcation tiling, and support for
degree reduction of the result. We verify the robustness of our approach by subjecting some of our heterogeneous micro-structures
to isogeometric analysis. Finally, a variety of results from an implementation of our algorithms are also presented.
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1. Introduction tiles, which are possibly trimmed, into trivariate deformation
maps. Figure 1 (a) shows a tile which is paved within the

This work proposes new methods and algorithms for precise ~ domain of the trivariate map shown in Figure 1 (b) to pro-
construction of micro-structures using a functional composition ~ duce the micro-structure shown in Figure 1 (c). In this exam-
interface proposed recently in [14]. In that approach, the design ple, the b.eams of the micro-structure in Figure 1 (¢) may not
of the macro- and the micro-structures of a porous geometry ~ D€ Of a circular cross-section. This however, may readily be
are decoupled. The micro-structure is modeled through a tile ~ @mended, if so desired, by first composing the axis curves of
which is paved periodically in a 3D grid within the domain of the l?eams into the trivariate map and th?n sweeping a circu-
a trivariate map. The macro-structure is modeled through the ~ lar disc along the deformed curves. Additionally, the presented
trivariate deformation function which maps the tiling from the ~ computational framework introduces algorithms for generating

parameter space to the object space. This allows for precise, smooth ra}ndom micro-stmctures using implicit functions. Fur-
water-tight construction of geometries using functional compo-  ther, we introduce algorithms for generating micro-structures
sition [11, 12]. that are aware of the isometric distortion in the deformation,

which enables generating uniformly sized micro-structures in

Advances in additive manufacturing have enabled fabrication : oldl . : :
Euclidean space, via bifurcations in the tiles.

of a range of artifacts with complex and interesting properties.
Use of composites, comprising several materials, has grown At the heart of the approach in [14], lies functional com-
rapidly. The presented approach of micro-structures construc- position, which, given (i) a deformation map, D : R?® — R?
tion allows for the optimization of the internal structure of the ~ and (ii) a tile, 7 € R?, algebraically computes the image of T
material, for example, for high strength to weight ratio. This through D, i.e., D(T). Within the scope of this work, we use
is important in many domains, for example, aviation. Random either the Bézier or the B-spline representation for D as well
micro-structures can be used to synthesize artistic-looking ge- ~ as 7. We briefly describe the composition of a trivariate tile,
ometries that can be used as 2D or 3D textures, much like 2D given in Bézier or B-spline form, into a trivariate deformation
bump and geometric displacement mapping textures are used ~ map, given in Bézier form. Let the trivariate deformation map
in computer graphics [13]. Random micro-structures were also be given as:
used for designing scaffold structures in tissue engineering [2]. nom ns
Another interesting application qf micro-structures is in 'des%gn D(x,y,7) = Z Z Z Pi i B (X)B”(y)B"(2), (1
of heat-sinks [3] where the goal is to maximize the dissipation e 4 & i3
of heat while minimizing the volume of the material used. R
The computational framework in this paper is based on the . " o
one described in [14] and proposes an extended set of prim- where P;, ;, ;; are the control points of D and B;'(x), B;’(y) and
itives for the construction of micro-structures. This involves — B; (2) are the Bézier basis functions. Let the trivariate tile be
functional composition of univariate, bivariate and trivariate given as:

Preprint submitted to SPM January 15, 2022



@ + ®

(B3x3xn)

Figure 1: The tile shown in (a) is paved across the domain of the trivariate deformation map shown in (b) to yield the micro-structure shown in (c) wherein each tile

is shown in a different color.
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where Q;, ;,;, are the control points of 7. The composition,
D(T), may be expressed as:

T = D(T) = Dt (u, v, w), £'(u, v, w), ££(u, v, w))

)
11=0 i,=0 i3=0
Piy iy iy By (¢ (u, v, W) B (' (, v, W) B (F(u, v, w)),  (3)

where (%, ¥, °) are the coeflicients of T. If the coefficients of
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control point QJ."P’“ are denoted by (qjl,jz,h’ Dj, jojs® qjl,stjS)’
then the composition B:'] '(t*(u, v, w)) may be computed as:

B (t'(u, v, w)) :(rill)tx(u, v, W) (1 = £ (u, v, w))"
1
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where BY (u,v,w) = B’Z‘ (u)B]m;(v)Bz3 (w). The functional com-
positions for B:‘f(ﬂ') and B?;(tz) are performed similarly. The
product of Béziers or B-spline basis functions in Equation (4)
can be performed precisely [12, 17, 18]. The functional compo-
sition of univariate and bivariate geometries into trivariate tiles
can be done in a similar way. For further details on functional
composition of tiles, refer to [14].

In the framework of [14], a tile is given along with a defor-
mation map. Beyond the obvious requirement that the tiling
must be contained within the domain of the deformation map,
the computational framework allows for tiles and deformation
maps of arbitrary dimensions. For the convenience of demon-
stration though, we assume the deformation map to be a trivari-
ate in this paper.

The rest of this paper is organized as follows. In Section 2,
we summarize the previous approaches towards constructions
of micro-structures. An extended set of methods is proposed for
the construction of hierarchical micro-structures, in Section 3.
In Section 4, a method for generating random micro-structures
is presented, and in Section 5, a new algorithm for generating
micro-structures with bifurcation tiling is presented. Section 6

discusses more extensions such as shelling and capping of the
boundaries of the constructed models, representations of het-
erogeneous micro-structures, and lower order approximations
of the created micro-structures which can be of high degree
due to the functional composition operation. As a testimony
to the robustness of the proposed interface, Section 7 discusses
isogeometric analysis over heterogeneous micro-structures con-
structed using the presented approaches. A variety of results
from the proposed framework are presented in Section 8. Fi-
nally, the paper is concluded, in Section 9, with comments on
directions along which this work may be extended.

2. Previous work

The computer aided design approach towards the creation of
micro-structures is a relatively nascent area, mostly due to the
difficulty in manufacturing such shapes. Recent advances in
additive manufacturing [19] have opened new avenues in this
direction. We broadly classify micro-structures and their design
methodologies into grid-based and random. Here we mostly
focus on the grid-based approaches, these being related to our
proposed approach.

The authors in [4] perform optimization of micro-structures
towards multiscale modeling. A set of parameters is identified
at the microscale which govern properties such as the shape,
stress, strain, etc. of the model. The finite element method is
used for the analysis step. Evolutionary schemes, which are
based on genetic algorithms, are used to search for optimal val-
ues of parameters. The NURBS representation is used for the
shape of the structures, but such an approach lacks precision.

In [8], the authors present a framework for modeling het-
erogeneous objects using trivariate Bézier patches. The Bézier
patches have two sets of coordinates. The first set of three co-
ordinates, (x,y, z), prescribe the shape of the object, while the
rest of the coordinates specify the material composition of the
object. While this allows for construction of a wide range of
structures with varied materials, it only admits a single level of
details, and is limited to Bézier trivariates only. Modeling of
micro-structures, for instance, is beyond the scope of this work.

The authors in [32] adopt principles from stochastic geome-
try [21] for designing porous artifacts. While such an approach
is suitable for designing random micro-structures, for example
the bone tissue, it is less favorable for applications requiring
a high degree of precision, for instance, a wing of an aircraft.
Also, the approach doesn’t address connectivity of the porous
structures.

The authors in [35] use Voronoi tessellations to generate ran-
dom porous structures of three kinds: porous geometries with



intersecting fractures, interconnected tubes and fibers. A set
of points is randomly sampled in the space which gives rise
to Voronoi tessellations. Offsets are then computed for the
edges of the tessellations to generate the three kinds of micro-
structures. This approach is limited to constructing geometry
which is piecewise linear or cylindrical.

In [28], the authors use implicit surfaces for modeling micro-
structures. Their approach allows for design of regular as well
as irregular structures which are amenable to geometric opera-
tions such as blending and deformation. Such an approach does
not readily support creation of heterogeneous media. More-
over, the extension to parametric representation is not directly
supported. Additionally, their approach doesn’t guarantee con-
nectivity for the case of irregular (random) structures.

In [2], the authors propose a method for creating scaffolds as
support structures for tissue engineering. The scaffolds, once
fabricated out of some biodegradable or bioresorbable mate-
rial, are seeded with (biological) cells and provide support and
shape to tissue during its growth. In this approach, the scaffolds
are modeled as porous micro-structures using polygonal repre-
sentation. The method does not generalize to freeform spline
geometry and heterogeneous materials are not supported.

In [33], the authors propose a method for designing meso-
scopic structures using trusses. The output of the system is in
the form of triangles in STL format. Since this method is tai-
lored to trusses as the basic building blocks of the structure, it
has limited scope of application. The authors mention tiling the
volume of trivariates with tiles, though no details are provided.

The authors in [6] propose a framework for design to-
wards additive manufacturing of mesostructures. Their method
is based upon the process-structure-property-behavior model.
The basic building element is an octet truss which is represented
parametrically. Extension for support of other types of elements
is lacking.

In [25], the authors propose a method to design cellular
structures geared towards additive manufacturing. The cellu-
lar structure is achieved through an adaptive triangulation of
the interior of the solid, with finer tetrahedra along the bound-
ary of the solid. Their method also supports a dual construction
obtained from the Voronoi diagram of the triangulation. The
approach does not generalize to freeform geometry.

In [22], the authors propose a modeling primitive based on
a generalized cuboid shape, which is referred to as a block.
The design of a complex object proceeds by laying out blocks,
which are then connected to form the basic shape of the ob-
ject to be modeled. A control mesh is then extracted from the
faces of the blocks, which allows parameterization of the sur-
face. While this provides for a simple and elegant modeling
approach, it does not allow the two stage methodology for the
design of micro and macro structures.

To summarize, the previous approaches suffer from one or
more of the following shortcomings, which are addressed by
the work presented here: support for freeform parametric ge-
ometry, support for bifurcations in the tiling, compensation for
the non-isometric behavior of the deformation map, support for
heterogeneous materials and hierarchical structures, and a high
degree of precision.

The construction of micro-structures involves two main
steps: (i) Placement of tiles within the domain of the deforma-
tion map to achieve a hierarchical tiling and (ii) Composing the
tiling created in step (i) into the deformation map to obtain the
required micro-structure. Step (ii) was described in Section 1

and is not new. In the coming sections, we describe an extended
set of primitives towards step (i), which lead to a whole new va-
riety of micro-structures.

3. Hierarchical Micro-structures

In order to create hierarchical micro-structures, the tile is
no longer placed in a three dimensional regular grid. Instead,
a branch-in face, and (possibly more than one) branch-out
face(s) must be specified on the tile. If the tile has more than
one branch-out face, then the tile is said to have a bifurca-
tion [31]. Further, the branch-in and branch-out faces must
be mappable. In other words, the branch-out face(s) must be
similar to the branch-in face, up to some (simple) mapping,
i.e., M(branch-out) = branch-in for some simple map M. Two
approaches are proposed towards these hierarchical construc-
tions. Section 3.1 discusses hierarchical micro-structure’s con-
struction using trivariate tiles with discontinuities, wherein the
hierarchical information is implicitly encoded within the dis-
continuities of the tile. Section 3.2 achieves the same using
fractal-like trivariate tiles, wherein the hierarchical information
is explicitly encoded within the tile.

3.1. Hierarchical micro-structures using tiles with discontinu-
ities

One way to achieve bifurcation is through partial Euclidean
discontinuities that are introduced into the trivariate tiles. A
trivariate 7 is said to have a partial Euclidean discontinuity,
say along the w parameter direction, if there exists w; and w,
such that the surface 7'(u, v, wy) is continuous while the surface
T(u,v,wy) is not. See Figure 2. A partial Euclidean discontinu-
ity leads to a geometric split within the tile, which in turn leads
to bifurcations. For example, the four surfaces S;,i =0, ..., 3, in
Figure 2 (a), two of which with discontinuities, can be skinned
to form the tile T in Figure 2 (b). The branch-in face of T is its
bottom rectangular base and its branch-out face(s) are the six
top split rectangular regions. A recursive placement of tiles so
that the branch-in bases of the tiles in the next level are mapped
to the branch-out face(s) of the current level, completes the def-
inition of the hierarchical construction. Figure 2 (c) shows three
such recursive levels.

Thus, a tile with n discontinuities along any direction has
n + 1 branches along that direction. For the ease of discussion,
we assume that the discontinuities in the trivariate tiles are only
along u and/or v directions. Hence, a tile with n and m discon-
tinuities along the u and v directions, respectively, will have, in
all, (n+ 1)(m + 1) branches. For instance, the tile shown in Fig-
ure 2 (b) has two discontinuities along the u direction and one
along v, and hence, six branch-out faces at the top.

Recall that the branch-in face and the branch-out faces are
to be related by some map. Herein, an affine transform is em-
ployed which maps the branch-in face to each of the branch-out
faces. For simplicity, here we restrict the branch-in and the
branch-out faces to be planar. A tile with n branch-out faces
will have n such affine transforms.

3.2. Hierarchical micro-structures using fractal-like tiles

A different approach to designing hierarchical micro-
structures arises from explicit labeling of bifurcations within
the tile. In this scheme, the tile is made of one or more trivari-
ates. The user labels one of the six boundary faces of one of the
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Figure 2: The trivariate tile, 7', in (b), with two discontinuities along u and
one along v, was constructed by skinning through the four surfaces in (a), two
of which (S, and S3) have discontinuities. The skinning operation proceeds
by using the control-mesh of the surfaces as the control-mesh of the resulting
trivariate. Hence the intermediate surfaces (S and S, here) are not interpo-
lated. A recursive hierarchy, in the domain of the deformation map is built
using 7 and is shown in (c), with three levels. The tiles in (c) are composed
into the trivariate map, D, shown in (d), yielding (e). All tiles in (c) and (e)
are shown in different colors. The degrees of 7, and D(T) in (u,v,w) are
(2,2,3),(2,2,2) and (12, 12, 18), respectively.

trivariates, as a branch-in face. In addition, the user labels one
or more boundary faces of the trivariates as branch-out faces.

In each recursive pavement of tiles, for each face labeled as
a branch-out face, a mapped version of the tile is placed over
the original tile so that the face labeled as the branch-in face
coincides with the one labeled branch-out. Again, here we re-
strict the branch-in and branch-out face to be related by some
affine transform. An example of such a tile is shown in Fig-
ure 3 (a) which has three trivariate elements. The face labeled
S o is designated as the branch-in face while those labeled S|, S »
are designated as branch-out faces. The tile is paved recursively
with 7 levels, as shown in Figure 3 (b) and then composed into
the deformation map shown in Figure 3 (c) to obtain the model
shown in Figure 3 (d).

‘We now highlight the merits of the methods proposed in Sec-
tions 3.1 and 3.2. While they are related and it may seem that
the method of Section 3.1 can be implemented via that of Sec-
tion 3.2, this would require a way to aggregate all (n+ 1)(m+ 1)
bottom faces of the tile into a single face, before computing
the affine maps between the branch-in and branch-out faces of
a trivariate tile, having n and m discontinuities along u and v
directions, respectively.

4. Random Implicit Micro-structures

The methods described in previous sections enable the mod-
eling of micro-structures based on repetition and deformation of
a single tile into a regular or hierarchical grid that is composed
into a deformation map. In order to guarantee connectivity and
smoothness, the boundaries of the tile should be designed to
comply with some C* connectivity requirements. In this Sec-
tion, we propose a method for designing irregular randomized
micro-structures that are C' continuous.

Having a 3D grid that consists of m,, m,, m; cells in the x, y, z
directions respectively, we build a random tile in each cell,
while taking care of the connectivity and smoothness between
the cells, as following: For each cell Cyr, 0 < g < m,,0 <
r < my,0 < s < mg, a scalar tensor product trivariate B-spline
function f7°(x,y, z) is defined:

ny Ny ng

Frey D = Y PrikBia (OB, (0)Bra @), (5)

i=0 j=0 k=0

where 9 is defined over the box domain of C,, and where
pijk € [-1,11,0 < i < n,,0 < j < ny,0 < k < ng, are the

control coefficients of f9"* and B; 4 is the i’th univariate B-spline
basis functions of degree d, with an open end knot sequence.
The tile in cell C, is defined as the implicit function
f4(x,y,2) = 0. Herein, f9" is positive inside the tile and neg-
ative outside the tile.
We consider the following design parameters that are given
by the user:

e The degrees, d,, d,, d., and number of control coefficients,
Ny, Ny, n; for f9* in each direction for every cell.

e A canonical trivariate f;", that is in the same function
space as f9"5.

e A randomization factor, @ € [0, 1], that controls the ran-
domness of f4* relative to f"*. That is, for @ = 0,
75 = fI”, and for @ = 1, the coefficients, p; jx, of f4*
are completely random.

Then, we define the coeflicient p; jx of f9"* as the following:
pijk = (1 = a)p,, + aRandom(-1,1), (6)

where p?’j’k are the coefficients of f{"* and Random(-1,1) is a
random number in the domain [—-1, 1].

Finally, we employ the marching cubes algorithm [23] to ex-
tract a zero set approximation of the geometry of the implicit
function f9°(x,y,z) = 0.

4.1. C" smoothness

Defining a C' continuous trivariate f¢* will result in a C!
smooth tile, in general. However, smoothness between tiles
should also be addressed. In each boundary of the cell, C° con-
tinuity can also be guaranteed by making sure the trivariates in
neighboring cells share similar control coefficients along their
common boundary, and C' continuity can be achieved by plac-
ing the first inner layer of control coefficients from both sides
of the common boundary at the same displacement from the
shared control coefficients on the boundary between the cells.
Consider two cells ¢, s and c41,.,s having control coefficients
pijk and g;jx, respectively. Then, C° continuity implies (for the
yz boundary face):

Pryjk = 490,jks 0<j< I”ly,() <k<n, (7)

and for C! continuity, in addition to Equation (7), we require:

(Pnyjk—Pne-1,j6) = (q1.jk—q0.j4)» 0= j<ny,0=<k<n; (3)
Note that due to the grid topology, internal junctions are reg-
ular (valence 8).

4.2. Global connectivity

The construction of the f9'* trivariates result in C! implicit
tiles. However, the tiles might form several disconnected com-
ponents, globally, which is likely to be undesired. In order
to have one globally connected component, we enforce local
(Intra-Cell) connectivity, in Section 4.2.2, i.e each tile must be
a simple connected component as well as global (Inter-Cell)
connectivity, in Section 4.2.1, by guaranteeing connectivity be-
tween all tiles.
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Figure 3: The tile 7', shown in (a) has three trivariate elements. The boundary face labeled S is designated as branch-in face and the ones labeled S| and S, are
designated as branch-out faces. The tile is paved recursively, with 7 levels, as shown in (b) and then composed into the deformation map, O, shown in (c) to obtain
a hierarchical micro-structure, D(7T'), shown in (d). The degrees of 7, D and D(T) in (u, v,w) are (1, 1, 1), (3, 3,2) and (8, 8, 8), respectively.

4.2.1. Inter-cell connectivity

We now introduce an algorithm for ensuring a topological
face connectivity between all cells. First, we construct a graph
G consisting of the centers of the cells as its vertices, and all (up
to six) edges that connect the centers of neighboring cells that
share a face. Then, a spanning tree [9], denoted L, consists of
edges in G that connects all the cells is constructed. This can be
done by picking a seed edge in G and performing a depth first
search until all the cells are visited. A second spanning tree L,,
is optionally constructed in the same way after removing all the
edges of L from G. Hence. L; and L, have no edge in common.
Since each tree, L;, that passes through a cell intersects two (or
more) faces of the cell (except for leaf cells in L;), and since
each cell have six faces, the maximal possible number of such
trees is three. The existence of L, depends on L;, and it is not
always possible to find an L,. See for example L; in the grid
in Figure 4 (a), for which no L, exists. Yet, practically, cases
for which no L, was found are rare. Note that there could be
at most three disjoint spanning trees. Further, it is the user’s
choice to use one, two or three trees, if exists.

The connectivity graph L = Li{|J L,} is considered as all the
edges in L; (and L,). If L, is provided, the graph L ensures
connectivity of two, which means that each two cells are con-
nected with two separate paths, optionally improving the stabil-
ity of the result. Each edge e € L, represents a boundary face
b shared between two neighboring cells. Consider cells C, .,
and Cyy1,., having implicit trivariates f; ., and f,.1 s, respec-
tively, with coeflicients p; ;x and g; jx, and share boundary face
b (i.e Equation (7)). Since the trivariates are B-spline func-
tions with an open end condition, the values of the trivariates
on boundary b depend only on the control coeflicients that lie
on b, namely p,_;x (= qo jx). Hence, the zero set restricted to
b, is the (implicit) curve connecting cells Cy,; and Cy.1 5, and
depends only on these coefficients. To make sure the zero set
is not empty on face b, the coefficients {p,, ;} are initialized
to negative values, and an iterative process that increases the
number of positive coeflicients from {p, ;«} on even iterations,
and in odd iterations, the values of {p,_;x} are increased until
the zero set is no longer empty on b. Clearly, other strategies
of increasing the positivity of the coefficients can be employed.
Detecting a non-empty b is accomplished by sampling b until
both positive and negative samples are detected. {go j«} are as-
signed the same values computed for {p,, i} Figure 4 shows
a connectivity tree L; and the constructing tiles, accordingly.
Figure 5 (c) shows a connectivity graph (consists of two trees
L, and L,) which is used in the construction of a random micro-
structure of the duck model in Figure 14.

() (b)

Figure 4: The connectivity of the (eight) tiles follows spanning tree Li, in blue
in (a). Tiling of eight random tiles with ensured intra- and inter-cell connectivity
is presented in (b), following L;. No spanning tree L, exists for this case.

4.2.2. Intra-Cell connectivity

In Section 4.2.1, we showed how to ensure that the zero set
of the implicit trivariates is properly shared with its neighbors.
We now show how one can control the internal coefficients of
the trivariate, in order to guarantee the zero set inside the cell
is forming one connected component. By repeatedly increasing
the positive valued internal coefficients (except for coeflicients
of first layers in each direction that ensure C') as described in
the iterative process in Section 4.2.1, the components of the
zero set inside the cell must connect together into one compo-
nent. As in the limit when all internal coefficients are positive,
the entire cell is inside, up to the boundary conditions. After
each such iteration, the zero set is extracted and examined, and
the process continues until the zero set in the cell is found to
form a one connected component.

5. Adaptive Bifurcation Micro-structures

Using a regular grid, introducing the same number of cells in
each layer, can have a major drawback: the tiles have a uniform
size in the domain of the deformation map, 9, which means
that after the mapping, their sizes might vary significantly, due
to non-isometric behavior of D.

It might be desired to form tiles that preserve, as much as
possible, their sizes in the Euclidean space. In this section, we
present an algorithm that constructs tiles of approximately sim-
ilar size in Euclidean space. By using non-regular adaptive sub-
division, a non-grid topology can be formed, in the domain of
the deformation map. In a regular grid tiling in the parametric
space, each tile has at most one neighboring tile in each di-
rection. Herein, bifurcations in tiles are possible, forming the
non-grid topology.
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Figure 5: In (a), adaptive domain subdivision of the duck trivariate from Fig-
ures 15 and 16, according to Algorithm 1, with € = 0.35 (where the length of
the duck is little over 2). The w direction starts from the tail and ends with the
head of the duck. (b) shows the L; connectivity graph (in blue), where as (c)
shows the L connectivity graph (in red), over L;. The connectivity graph in
(c) is used in the construction of the random micro-structure in Figure 14.

Given a deformation map D, the topology of the tiling is
adaptively built by subdividing the parametric space of D until
each cell satisfies a certain condition on 9. The determinant
of the Jacobian of D, |J| = (2 x 22, 92) might be used as
such a classification condition. However, |J| does not hint on
the preferred direction to subdivide. Alternatively, in this work,
we use the following subdivision strategy: Given a sub-domain,
D, of D, and an Euclidean space subdivision threshold €, com-
pute the image of D’s eight corner points under D. Let e be
the edge of D with the maximal length under D’s image. If
le| > €, we subdivide D at the middle of its parametric domain,
in the direction of e. Otherwise, the subdivision process termi-
nates. This adaptive topological bifurcation is described in Al-
gorithm 1 and is initialized with the call TopoS ubdiv(D, D, €).
Figure 5 (a) shows an example of an adaptive topological bifur-
cation used to generate the duck models in Figures 15 and 16 (b
and c), with € = 0.35, where the length of the duck is little over
2.

Algorithm 1 TopoSubdiv: Topological subdivision of D’s
domain

Input:

P: a deformation map;

D: sub-domain of D to subdivide;

€: a subdivision threshold;

Output: a topological tiling of the domain of D;

Algorithm:

& = twelve edges of D’s box;
emax = €dge in & with maximal length under D’s image;
if |leyaxll < € then
return D;
end if
axis, := parametric direction of e,,,y;
{Dr, Dg} := Subdivide D in the middle, along axis,;
return TopoSubdiv(D, D;, €) | TopoSubdiv(D, Dg, €);

I A o e

This adaptive topological subdivision is used to construct a
tiling with bifurcation. In Section 5.1, a tiling method for gener-
ating bifurcation for implicit micro-structures is presented, and
in Section 5.2 bifurcation for parametric micro-structures is in-
troduced.

5.1. Bifurcation for implicit micro-structures

The implicit random tiles’ synthesis, that was presented in
Section 4, simplifies the automated generation of bifurcation

(b)

(a)
Figure 6: A complex face in (a) with its neighboring faces in (b). The faces in
(b) are stitched recursively along their shared edges to construct one B-spline
surface with the same size of the face in (a).

(a) (b)

Figure 7: A tile in (a) is constructed as the zero set of a volumetric Boolean
sum [16] of six B-spline faces having coefficients pattern as in (b). The same
construction method of the tile in (a) is used to construct the tiles of the canon-
ical model of the duck in Figure 16 (b)

tiles. Consider a cell C in a topological subdivision G created
using Algorithm 1. Every face of C can be topologically classi-
fied as one of the following:

1. A boundary face of G.

2. Identical to a neighbor cell face. This is the case where at
this face there is only one neighboring tile.

3. A complex of several faces. This is the case where bifur-
cation is performed along the direction of this face.

If all the faces of C are of the first or second type, then C
is considered a simple cell and the trivariate defining its tile
is constructed as described in Section 4. If C has at least one
complex face of the third type, then the cell is considered as a
bifurcation cell. Building the implicit trivariate for a bifurcation
cell is done as following:

1. Build 6 boundary B-spline surfaces, one surface for each
face. For a simple face (type 1 or 2 above) the coefficients
of the trivariate on that face are assigned random values
as in Equation (6). For a complex face (type 3), merge all
the neighboring surfaces (that are already constructed) into
one B-spline surface. See an example of a highly complex
face in Figure 6.

2. Construct a trivariate, using volumetric Boolean sum [16],
over these 6 faces from Step 1. See, for example, the tile in
Figure 7 (a) constructed as the zero set of the Boolean sum
trivariate of six B-spline surfaces having the same struc-
ture of coefficients as shown in Figure 7 (b), having neg-
ative values on the boundaries and positive values in the
interior.

3. Randomize the internal coefficients of the trivariate from
Step 2 according to randomization factor @ as described in
Equation (6). C! connectivity between the tiles is ensured
as described in Section 4.1.

5.2. Bifurcation for parametric micro-structures

In the case of parametric tiles, there is no simple automated
method for creating the bifurcation tiles for arbitrary general



Figure 8: Different tiles formed out of parametric B-spline surfaces, to be em-
ployed in bifurcations in micro-structures (See also Figure 15). Each tile is
composed of several bi-cubic B-spline surfaces, each surface is highlighted with
a different color.

topology. Hence, tiles with proper connectivity and continuity
conditions are a-priori defined. The input bifurcation tiles are
classified according to their bifurcation topology. For instance,
1 to 2 connection, 1 to 4, etc. Based on the topology of the bi-
furcation tiles provided, the divided structure in Algorithm 1 is
restricted to subdivisions that are confirmed with the prescribed
bifurcation tiles. Herein, we restrict the bifurcation to be along
layers in one direction, and allow only three types of bifurca-
tions: 1 to 2 and two types of 1 to 4. These tiles, formed out of
tensor product B-spline surfaces, are presented in Figure 8.

6. Additional extensions

In this section, we describe additional functionalities which
aid the design and fabrication of micro-structures. Section 6.1
discusses appending the geometric description of trivariate
micro-structures with material or properties description. This,
for example, allows the design of micro-structures with hetero-
geneous material composition. Section 6.2 discusses operations
on micro-structure along the boundary of the deformation map
which ensure that the resulting model is sealed. Finally, Sec-
tion 6.3 presents a simple optional degree-reduction scheme for
the resulting composed freeforms, that can be of high degrees.

6.1. Heterogeneous micro-structures

Advances in additive manufacturing have enabled fabrication
of artifacts with non-trivial material composition. The model-
ing of heterogeneous micro-structures composed of trivariate
tiles is made possible by encoding the information about the
material in the parameter space of the geometry. While this
step is similar to [8], the functional composition widens the
scope of our approach. The material properties are supported
by an additional set of coordinates of the trivariate tile. Such
a trivariate tile is a vector function (x,y,z,cy,...,c,), where
X,¥,2,C1,...,Cy are the coeflicients of the trivariate. The first
three coordinates encode the geometry of the tile while the last
n coordinates encode (material) properties. One can set the
(material) properties, i.e., ci, ..., c,, before as well as after the
composition of the tile into the deformation map. Properties as-
signed to some geometry in the tile, a surface or a trivariate, are
propagated along unaltered if the tile undergoes composition.
This gives the flexibility to the user to control the manner in
which the deformation affects the material properties, if at all.

6.2. Shelling and capping operations

In order to produce a water-tight B-rep micro-structure, tiles
must be sealed along the boundaries of the deformation map,
D. The pre-image of the micro-structure along the six boundary
surfaces of the domain of D can be closed via two alternative
approaches:
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Figure 9: Illustration of shelling and capping operations. A tile consisting of
three open cylindrical surfaces and a cap (in blue) along the w = w4, surface,
are shown separately, in (a), before applying the deformation map. The tile and
the cap are composed into the deformation map shown in Figure 2 (d) and the
resulting model is shown in (b). The tile and a shell (in cyan) element along
Umax before deformation are shown separately in (c). (d) shows the tile and the
shell after composing into the deformation map shown in Figure 2 (d).

1. Capping: The first approach involves capping of all the

open holes along the boundary surfaces of the deforma-
tion map, . For ease of discussion and without loss of
generality, we assume that the axis-aligned bounding box
of the tile is the unit cube. Boundary curves are detected
and extracted from the tile, if on one of the six planes
ofx =0,x =1,y =0,y = 1,z = 0,z = 1, as a pre-
processing step. If a copy of the tile is placed along the
U = Uy, surface of the domain of D, then the boundary
curves of the tile for x = 0, if any, are used to create a
planar trimmed surface which serves as a cap over the tile
along that u = u,,;, surface. These capping surfaces are be-
coming part of the tile and undergo deformation with the
tile. A similar process is employed for tiles placed along
all boundaries of . Figure 9 (a) and (b) show a simple
capping example along the w = w,,,, surface.
For implicit tiling, capping can be achieved by assigning
negative values to all coefficients of a face that lie on the
boundaries of . The distance of the zero set from the
boundary of D can be controlled by the value of the control
points on the boundary:

Lemma 1. Consider a scalar Bézier curve C(t) =
2o Dibin(t), and assume |pi| < 1 for 1 < i < n If

C(ty) = O, for some ty, then it holds that ty > 1 — I_lpo.

Proof:

Because 0 = C(1y) = Z pibin(to), we have,
i=0

n

po(l=1)" = > =pifia(to) = )" ~bialto) = (1 = 10)" = 1.

i=1 i=1

In other words, (1 = po)(1 —19)" < Tand 7 > 1 -] 1-1p0'.

Similar behavior to the one pointed by Lemma 1, can be
expected from B-spline curves with open end conditions.

Now, consider the coefficients of trivariates 9 of a cell
that is on the boundary of 9. Arrange the order of the
summations in Equation (5), such that the inner most sum-
mation is orthogonal to the boundary. Assume w.l.o.g. that



this direction is the z direction. Then:

Ny ny n,
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i=0 j=0
where,
n;
cij(z) = Zpi,j,kBk,dz(Z)-

k=0

Hence, using Lemma 1 and seeing f9"* as (n, + 1)(n, + 1)
curves, one can control the distance between the zero set
of f9(x,y,z) and the boundary of . Lemma 1 provides
a lower bound of the distance (ranging from O to 1) of the
zero set from the boundary. If p; ;o = O the zero set is
on the boundary (assuming p; jx # 0,k > 1), and as p; ;o
gets smaller (having a negative value), the zero set moves
inside.

2. Shelling: The second approach involves creating a com-
plete shell of some thickness, as specified by the user. As
in the capping approach, a preprocessing step extracts the
boundary curves of the tile. The construction of the shell
for a tile starts with the creation of two planar surfaces, for
the outer and inner shells, with opposite orientations. The
inner surface is trimmed using the appropriate boundary
curves of the tile, but with reversed orientation. The outer
and the inner surfaces are then joint using four planar sur-
faces to form a closed (trimmed) box. This is illustrated
by a simple example in Figure 9 (c) and (d). For implicit
tiling, shelling can be achieved by assigning positive val-
ues to all coefficients of faces on the boundary of D, and
adding the original boundary surfaces of D.

6.3. Lower order approximations

The functional composition operation of parametric forms
described in the previous sections can lead to geometries with
high degrees. In addition to the large space complexity, this
can lead to higher computational costs in downstream opera-
tions. In order to alleviate this issue, we also support simple
lower degree approximation of micro-structures by quadratics
and cubics, while preserving continuity between glued patches.

This simple approximation goes as follows: B-spline enti-
ties in the constructed micro-structures are first divided into
Bézier entities. Bézier curves in the composed tiles are then
approximated by either quadratic or cubic Bézier curves using
an approximation that ensures interpolation of the end points
and reconstruction of tangents at the end points (in the cubic
case). Bézier surfaces are then reconstructed from four bound-
ary Bézier curves, possibly exploiting the interior surface con-
trol point(s) to reduce approximation error in a least squares
sense. Going to the next level, Bézier trivariates are then recon-
structed from six boundary Bézier surfaces, possibly exploiting
the interior trivariate control point(s) to reduce approximation
error in least squares sense. Consider now two adjacent high or-
der freeforms sharing a common face F' of a lower dimension.
Both freeforms are approximated using the same approximation
procedure just described. The boundary of an approximated
(Bézier) freeform, denoted A(F'), is only affected by the input
shared boundary, . Hence, both approximated freeforms will
now share a common face A(F), ensuring continuity. Since the

above approximation scheme only considers boundary condi-
tions, the possible deviation error is not bounded.

The tile with seven trivariates, shown in Figure 10 (a), is
paved and composed into the trivariate map shown in Fig-
ure 10 (b) to produce the micro-structure shown in Fig-
ure 10 (c). The tiles in this final micro-structure have degrees
12,12 and 8 in the u, v and w directions, respectively. The re-
gion enclosed in the red rectangle in Figure 10 (c) is shown
magnified in Figure 10 (d). The corresponding regions fol-
lowing an approximation using tri-quadratics and tri-cubics are
shown in Figure 10 (e) and Figure 10 (f), respectively. G'-
discontinuities in the surface are visible at the junction of two
adjacent tiles in the approximations (see highlights). Yet, the
quite-similar results, visually, can be explained by the fact that
the input tiles are of low order typically and the deformation
function is locally smooth.

7. Analysis using discontinuous tiles

Isogeometric Analysis is a paradigm introduced in [20]
whose main feature is the adoption of shape functions used in
computer aided design for also approximating physical fields
and state variables involved in physical problems governed by
partial differential equations (PDEs). Thus, geometry and ap-
proximate solution are both represented using spline functions.
Trivariate spline tiles are especially useful when the models are
to be subjected to isogeometric analysis [10].

In addition to the aim of improving the interoperability be-
tween design and analysis models, the properties of spline
shape functions improve the performance of numerical analy-
sis, with respect to finite element methods, for a wide variety of
problems. For instance, spline functions easily provide high or-
der approximation and highly simplify the refinement process.
Additionally, their high continuity allows to tackle problems
governed by PDEs involving high order derivatives and there-
fore requiring functions with high orders of continuity. Isogeo-
metric analysis has been successfully applied to a large variety
of physical problems, ranging from solid mechanics to fluid dy-
namics and electromagnetism (see [10] for further details and
examples).

In this section, in order to show the robustness of the method-
ology presented in previous sections, heat transfer problems are
studied in hierarchical micro-structures (recall Section 3) us-
ing tiles with discontinuities by means of isogeometric analysis
techniques.

The steady state heat transfer problem is modeled by an el-
liptic PDE that describes the temperature distribution along the
micro-structure, MS, under certain boundary conditions and
heat sources/sinks. If the temperature distribution in MS is
given by s : MS — R, then the Poisson equation that governs
the problem reads:

V.- (kVs)=f in MS, (9a)
s=g onlp, (9b)
—kVs-n=gq only, (%9¢)
—kVs-n=h(s—s)) onlkg, (9d)

where V and V- are the gradient and divergence operators, re-
spectively; k : MS — R is the material thermal conductivity
coefficient; and f : MS — R corresponds to the possible heat
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Figure 10: The tile with seven trivariates, 7, shown in (a), is paved and composed into the trivariate map, O, shown in (b) to produce the micro-structure, D(T'),
shown in (c). The degrees of 7', D and D(T) in (u, v, w) are (3, 3,2), (1, 1,2) and (12, 12, 8), respectively. The region enclosed in the red rectangle in (c) is magnified
in (d). The corresponding magnified micro-structures, approximated as tri-quadratics and tri-cubics, are shown in (e) and (f), respectively. Minute differences can
be observed in highlights (Compare, for example, the blue rectangle zone in (d)-(f)) and the circular caps.

sources/sinks in the interior of the micro-structure. n is the out-
wards normal vector on the boundary.

In addition, in the above equations, three different regions are
considered in the boundary of the micro-structure, IMS: I'p is
the Dirichlet boundary region, in this part of the boundary the
temperature g : I'p — R is a datum, i.e., it is strongly im-
posed in the analysis solution; the Neumann boundary region
I'y, in which inlet/outlet heat fluxes ¢ : I'y — R are consid-
ered; and Ik, the Robin boundary region, at which the convec-
tive heat transfer between MS and the surrounding media, at a
temperature sg, occurs, & : ' — R being the convection heat
transfer coefficient. These three boundary regions are such as
FNUFDUFR = IMS andFNﬂFR = FNmFD = FRﬂFD =
0.

The PDE above is solved by means of a Galerkin method.
Thus, in order to solve it, the approximate solution (the tem-
perature distribution s), and test functions, are discretized by
means of B-spline functions (see [10] for further details).

Recall that the hierarchical micro-structure MS is composed
of a number of copies of the tile so that MS = Uf\io D(T)),
where D is the deformation map and N is the number of copies
of the tile. In the Galerkin method, the temperature distribution
at every single tile D(T;) is approximated using the B-spline
shape function that describe the tile T; (Equation (2)):

m ny m3

siv,wy= > Z Sivinis B BB (w),  (10)

J1=0 j2=0 j3=0

where s; ;, j, ;, are the temperature coeflicients associated to the
basis functions for the i tile. In this way, every tile has a
temperature distribution s;(u, v, w) that is discontinuous across
tiles. The continuity of the temperature between adjacent tiles
is enforced by setting up linear constraint equations between the
temperature coefficients of the branch-out and branch-in faces
of every level. For simplicity, we also assume the branch-out
faces have no interior knots, or they are polynomials. Then, let

n np n3

T, v, w) = Z > Z P! Bl (B (B (w). (11)

=0 i,=0 i3=
be atile at the k’th level of the recursion and 7; are the respective
knot sequences. Let

n ny n3
T v, w) = Z Z Z Pyt Bl B (DB (w),

l] =0 l2 =0 13
(12)
be a tile at the k + 1’th level of the recursion so that 7y =
ty U (1), ..., 17"}, where 1, ..., £ are the multiplicity-order intro-
duced knots in the u direction, in the different discontinuous

interior parameter locations, and same for the v direction. Be-
cause 75 (u, v, w) and T*(u, v, w) share orders, and since all
branch-out faces are polynomial patches by assumptions, the
control points of every branch-out face can be expressed as a
linear combination of the branch-in face, using the proper re-
finement matrix [7].

Thus, the temperature coefficients for all the tiles in the
micro-structure are obtained by solving a single set of linear
equations. This set of equations arises from the contributed
equations of every tile D(T;), plus the equations that enforce
the continuity between the tiles.

Remark 2. By approximating s;,1 < i < N in Equation (10)
with the basis functions that describe the tile T; (Equation (2)),
instead of using the ones that describe T; = D(T;) in Equa-
tion (3), the isoparametric paradigm is lost. However, this ap-
proach allows to keep a lower degree for the basis functions of
the solution, which is critical for the analysis from the compu-
tational cost point of view: for the considered problem, the cost
of the assembly using a standard procedure scales as O(p°), p
being the degree of the basis functions [1].

Finally, it is important to remark that in order to preserve
good approximation properties, the functional space used for
the analysis must present, at every point, a continuity smaller
than or equal, to that of the geometry parametrization of the
micro-structure. This requirement is satisfied for the approach
followed above in the construction of T; = D(T;),1 <i < N.

8. Results

The framework described in Sections 3 to 7 is implemented
in the IRIT [15] solid modeling kernel. We present additional
results from our implementation in this section. Tiles compris-
ing of surfaces, polygons and trivariates are used.

Figure 11 shows the construction of circular heat-sinks, fol-
lowing a heat-sink design for LEDs [3, 30]. The trivariate tiles,
T,,T,, in Figure 11, have (1,0) and (1,1) discontinuities re-
spectively, along the (u,v) directions. The tile T is composed
into the circular twisted deformation map, 9, shown in Fig-
ure 11 (a), with repetition counts of (16, 1) along (i, v) direc-
tions and three levels of hierarchy along the w direction, result-
ing in the heat-sink shown in Figure 11 (b). Two similar con-
structions using tile 7, with two levels of hierarchy are shown
in Figure 11 (c) and (d). Two different values for scaling pa-
rameters along the w direction, as explained in Section 3.1, are
used.

The next example demonstrates a sequence of two compo-
sition operations, applied one after another, creating two lev-
els of (multi-resolution) micro-structures. The trivariate ele-
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Figure 11: The tile 7' is a trivariate with one discontinuity, along u direction. It
is paved in the domain of the trivariate deformation map, D, shown in (a) with
repetition counts of (16, 1) along (u, v) directions and three levels of hierarchy
along the w direction. The resulting heat-sink, is shown in (b). A scaling of 0.5
along the w radial direction is used, as described in Section 3.1, resulting in the
next level being half the height. The degrees of 71, D and D(T) in (u, v, w) are
(2,2,3),(3,1,2) and (12, 12, 18), respectively. Two similar constructions using
the tile, 75, having two levels of hierarchy are shown in (c) and (d), with w
scaling value of 0.5 and 0.8, respectively. See also Figure 18.

()

Figure 12: The trivariate elements of the hierarchical micro-structure shown in
Figure 3 (d), with tri-quadratic approximation (see Section 6.3), are used as de-
formation maps for a bivariate tile with three open cylindrical surfaces is shown
in (a). The tile in (a) is paved with repetition counts of (2,2,2) along (u, v, w)
to obtain the micro-structure shown in (b), with capping (see Section 6.2). The
degrees of the surfaces in (, v), in the tile and in the final micro-structure, are
(3, 1) and (18, 6), respectively. The region marked in the black rectangle in (b)
is shown magnified in (c).

ments of the hierarchical micro-structure, constructed in Fig-
ure 3 (d), with tri-quadratic approximation (see Section 6.3),
are employed again as deformation maps. This second level
of micro-structures paves the bivariate tile from Figure 12 (a)
(2,2,2) times in each trivariate along (u, v, w), only to be com-
posed into the micro-structure shown in Figure 12 (b). Capping
(see Section 6.2) is applied to all boundaries. The degrees of
the surfaces in (i, v), in the original tile and in the final micro-
structure, are (3, 1) and (18, 6), respectively. The region marked
in the black rectangle in Figure 12 (b) is shown magnified in
Figure 12 (c).

Figure 13 shows more variants of micro-structures created
with tiles with discontinuities. The tiles shown in Figure 13 (a)
and (c) have one discontinuity along u# and v. The tiles are
paved with repetition counts of (1, 1,3) and composed into a
deformation map to obtain the hierarchical structures shown in
Figure 13 (b) and (d), respectively.
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Figure 13: The tiles shown in (a) and (c) have one discontinuity along u and
one along v. The tiles in (a), (c) are paved with repetition counts of (1, 1, 3) and
composed into deformation maps to obtain the hierarchical structures shown
in (b) and (d), respectively.

Figure 14: Duck micro-structure of (4,4,12) random tiles, each using an implicit
tri-cubic trivariate B-spline with eight control points at each direction. A con-
nectivity of two is ensured using the connectivity graph shown in Figure 5 (c).
Note the vanishing tiles near the head and the tail.

Figure 15: A Euclidean-uniform micro-structure with bifurcation and employ-
ing parametric tiles (from Figure 8) with € = 0.35. The length of the duck is
little over 2.

Figure 14 shows micro-structures of (4,4, 12) random tiles
composed into a duck trivariate. A tri-cubic trivariate B-spline
with eight control coefficients at each direction is used for each
implicit tile, and a connectivity two and C' continuity (recall
Section 4.2.1) are ensured between the tiles.

The bifurcation tiles with parametric surfaces shown in Fig-
ure 8, are employed in Figure 15 to approximate uniform tiling
in Euclidean space. Note the singular areas of the tip-of-the-
head and the tail of the duck, that now have a single, relatively
large, 1 to 4 tile each, covering those areas in the duck.

Figure 16 shows three examples of implicit micro-structures
composed in a duck trivariate. In Figure 16 (a), an implicit
tile of a 3D cross is uniformly tiled in the parameteric space
of the duck. Figure 16 (b) shows the same example as in (a)
but with implicit bifurcation structures (e = 0.35, Algorithm 1),



approximating a uniform tiling in Euclidean space. Finally, Fig-
ure 16 (c) shows the same example as (b) but with randomiza-
tion (@ = 0.65, Equation (6)). Note again the behavior near the
head and tail.

A physical replica of random micro-structures composed in
a duck trivariate is 3D printed from titanium and is shown in
Figure 17, demonstrating the watertightness of the result.

Heat transfer analyses have been performed for two different
heat-sink geometries using isogeometric analysis, as it was de-
scribed in Section 7 (see Figure 18). The purpose of heat-sinks
is to dissipate an inlet heat flux entering through the interior
ring for the cylindrical sink and through the planar bottom face
for the other one. All the other external faces dissipate the heat
through the air by convection. There are no other internal heat
sources/sinks.

In addition, considering that both heat-sinks can be fabri-
cated using additive manufacturing, they can also be composed
of a heterogeneous mix of aluminum and stainless steel. Thus,
the resulting sink presents thermal properties that are a mix
between both materials, whose conductivity coeflicients are
205 W/m? K and 54 W/m? K for aluminum and stainless steel,
respectively, where the units W, m and K stand for Watt, meter
and Kelvin. The sink conductivity at every point, that is param-
eterized, as described in Section 6.1, is shown in Figures 18 (a)
and (c) for both sinks: the surface in contact with the heat flux is
pure aluminum (red color), whereas the percentage of stainless
steel increases as it gets further from this surface (blue color).

Figures 18 (b) and (d) show the temperature distribution in
both sinks also provided as a trivariate property over the same
domain. As it can be appreciated, due to the convective heat dis-
sipation, far from the inlet flux the sink temperature decreases
towards the air temperature (30° C). The analyses have been
performed using the isogeometric analysis library igatools [29].

All the examples described above were synthesized on a 3.4
GHz Intel i7 CPU with 32 GB RAM in a single thread mode
and Windows 7 and took less than 5 seconds to generate. The
memory footprints were less than 400 MB. The duck model
with bifurcation tilings shown in Figures 5 and 16 took less than
4 seconds each to generate with a memory usage of 104 MB.
The random duck micro-structure with guaranteed connectiv-
ity in Figure 14 took 108 seconds to construct with a mem-
ory usage 293 MB. The average number of iterations for the
intra-cell connectivity algorithm (described in Section 4.2.2) is
close to 20, where each iteration took, in average, less than 30
milliseconds. As for the inter-cell connectivity algorithm (de-
scribed in Section 4.2.1), the number of iterations for ensuring
the non-empty zero-set on each face on the connectivity graph
is less than two, while each iteration took less than one mil-
lisecond, on average. The isogeometric analyses were run on a
3.0 GHz CPU with 32 GB of RAM in a single thread mode and
Ubuntu 16.04. The computing time was 138 seconds for the
circular heat-sink and 15 seconds for the vertical one, and the
peak memory usages were 1651 MB and 334 MB, respectively.

9. Conclusion and future work

This paper proposes an extended set of primitives for the con-
struction of hierarchical and random micro-structures, possi-
bly with bifurcations. These primitives are based on Bézier/B-
spline functional composition [11, 12] and extend the frame-
work proposed in [14] by providing a richer interface, and en-
abling the creation of a wider spectrum of micro-structures. The
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composition approach allows for a high degree of numerical
precision, leading to water-tight models. The robustness of the
structures thus created is verified by subjecting them to isogeo-
metric analysis and to actual additive manufacturing.

We now identify some directions along which this work may
be extended. While this work already provides preliminary
support for implementing L-systems [31], there is more room
for development in this direction leading to more elaborate hi-
erarchical structures, including procedural modeling [26, 27].
Adding support for tiling where a tile may cross a knot line of
the deformation map can potentially widen the scope of appli-
cation of this work. While performing degree reduction, bet-
ter continuity and smoothness of the surfaces and trivariates
can improve the quality of the results. In this work we dis-
cussed fixed shaped tiles or randomized tiles but one can en-
vision other tiling schemes, like general regular 2D and 3D
tiling [34] etc. The connectivity graph used to generate con-
nected implicit micro-structures is constructed using up to two
disjoint spanning trees L; and L,. However, finding L, is not
always guaranteed, and also depends on L;. More efficient so-
lutions for finding the maximal number of spanning trees in a
grid graph might be considered [5, 24]. While the connectivity
graph construction itself is not a main focus in this paper, other
connectivity graphs that reflect other desired properties (such
as orientation prescriptions) on the connectivity of the gener-
ated micro-structures might be studied as well. Finally, the syn-
thesis of each tile is independent, and hence one may trivially
parallelize the composition of tiles into the deformation map,
achieving significant speedups.
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Figure 17: A physical 3D printed random duck. See also Figure 14.
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